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Applicant Information 

 Applicant Name : Wujiang Feng Xiang Weaving Factory 
 Contact Person : Wang Fei 

Sample Information 

 Sample Description : One piece of white woven fabric 
 Sample Quantity : 1m* Full width 

 -The Information Provided By Client 
   Style Name : 300D*300D antiflaming fabric 

 - Sample Receiving Date :  2024-03-07 
 - Testing Performing Period :  2024-03-07~2024-03-08 
 - Sample photos or stickers are attached on the last page. 

Test Performed 

 Judgement according to:N/A 
 - Selected test(s) as requested by applicants. For details, refer to attached page(s).  

Pronounce 

The test report cannot be reproduced, unless in full. The report is invalid if the signature of authorized approver or 
the original stamp of testing and inspection is omitted or faked. The institution is responsible for all the information 
in the test report, except for the information provided by the clients. The institution completes the test according to 
client’s request, and the test results are only applicable to the samples as received. If there is any objection to the 
test report, it should be submitted to the institution within 15 days from the date of issuance of the report.  
The test results and the conformity judgement of this report has not take the uncertainty of the test results into 
account. 

Signed for and on behalf of 
United Testing Services (Jiangsu) Co., Ltd. 

Approved by The issued date 

 
2024-03-09 
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---  Test Result  --- 

1. Heavy metal content CPSC-CH-E 1002-08.3 
Unit <mg/kg> 
Pb N.D. 
Cd N.D. 
Remark: 1. Limit of detection: Pb :2.50mg/kg, Cd :0.25mg/kg..  

2. N.D.=Not Detectable, Less than the Limit of detection. 

2. content of phthalates CPSC-CH-C1001-09.3 
Unit <%> 
BBP N.D. 
DBP N.D. 
DEHP N.D. 
DIDP N.D. 
DINP N.D. 
DNHP N.D. 

Remark: 
1) mg/kg=ppm=0.0001%(w/w); 0.1%(w/w)=1000mg/kg. 
2) N.D.=Not Detected(<MDL); MDL=Method Detection Limit. 
3) Content of phthalates substances are listed in annex.
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Annex: 

No.  CAS No.  Forbidden Arylamine  Detection Limit(%) 

1 84-74-2 Dibutyl phthalate (DBP) 4.00×10-3 

2 85-68-7 Benzyl butyl phthalate (BBP)  4.00×10-3 

3 117-81-7 Di-(2-ethylhexyl) phthalate (DEHP) 4.00×10-3 

4 84-75-3 Di-n-octyl phthalate (DNHP) 4.00×10-3 

5 28553-12-0 Di-isononyl phthalate (DINP) 2.00×10-2 

6 26761-40-0 Di-isodecyl phthalate (DIDP) 2.00×10-2 
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Sample photos or stickers
  
 

 
======= End of Report ====== 


